
Patton Haarris Rust and Associates, pc Russell Corrosion Consultants, Inc. 
Elkridge Heights Water Main Rehabilitation January, 2003 
RCC Project #525 

  TABLEB3.XLS 

TABLE B-3 
Stray Current (Rosette) Test Data 

Test Location 
Direction 

Bonnie View Lane @ Route 1 Brumbaugh Street @ Route 1 

0 Degrees -13.9 9.5 

45 Degrees -10.7 23.2 

90 Degrees -7.4 23.6 

135 Degrees -2.6 35.8 

180 Degrees -12.6 8.3 

225 Degrees -21.7 18.7 

270 Degrees -22.2 10.0 

315 Degrees -37.8 30.3 

RESULTANT 50.7 20.5 

DIRECTION 291.1 Degrees 268.8 Degrees 


