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Figure 125 Stray Current Test Results for section 3231 



 

•  DACCO SCI, INC. •  10260 Old Columbia Road, Columbia, MD 21046 •  (410) 381-9475 •  
   DSI-HC-0501                                               www.daccosci.com                                                                 05/12/05 

152

 
Figure 126 - Stray Current Test Location for section 3231 


